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[57] ABSTRACT

A process for producing metal plated paths on a solid
substrate of the kind which has polar functional groups
at its surface, utilizing a self-assembling film that is
chemically absorbed on the substrate’s surface. The
solid substrate may, for example, be an insulator of the
kind used for substrates in printed circuitry or may, as
another example, be a semiconductor of the kind used in
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